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(57) Abstract :

ABSTRACT A METHOD OF CONSTRUCTING ROAD PAVEMENTS USING PLASTIC WASTES. The plastic wastes such as
Polyethylene Terephthalate (PET), High-Density Polyethylene (HDPE), Polyvinyl Chloride (PVC), Low-Density Polyethylene
(LDPE), Polypropylene (PP), and polystyrene (PS) are cut into 2:4 ratio length and width respectively to form a half melted plastic
waste mixture (102). The half melted plastic waste mixture and the hot bitumen solution for 30 minutes for forming the plastic-
bitumen solution. The plastic wastes melts into the hot bitumen solution with in 3seconds heating at 1700C.Then adding the half
melted plastic waste mixture (102) into a hot bitumen solution at 1700C to form a plastic-bitumen solution (103 and mixing and
stirring the plastic-bitumen solution into a hot aggregate mixture at 1500C to form a slick solution (104) for road pavements. Fig 1 is
the reference.
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